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INTERACTION OF SURFACE MAGNETOPLASMONS AND

SURFACE OPTICAL PHONONS IN POLAR SEMICONDUCTORS

i J. J. Brion and R. F. Walli§*
University of California, Irvine [) rj

w and U}_ o

P phAs b kRl LR

“3 bgugﬁiih,u

!>. Abstract 4

C:} A theoretical investigation has been carried out of ;
, ‘53 surface polaritons associated with surface magnetoplasmons %
AE coupled to surface optical phonons in polar semiconductors. i
é The coupled mode frequencies are calculated for several g
é orientations of the maénetic field relative to the surface ?
‘% and the direction of propagation in the large wave vector ;
% (unretarded) limit. Dispersion curves are calculated for ;
é the configuration in which the magnetic field is parallel ;
% to the surface and is perpendicular to the wave vector. ;
jé Experimental possibilities for observing the interaction ;
é effects are discussed. %
: é a“:nur. .o L %
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1., Introduction

(1)

Several years ago, Yokota(l) and Varge presented theoretical
discussions of the interaction between bulk plasmons sud bulk longi-
tudinal optical phonons in polai semiconductors. Experimental ob-
servations of the coupled normal modes have been reported by Kaplan
et al(z), Mooradian and Wright(z), and McMahon and Bell(z).

When a surface is present, excitations localized at the surface,

€9) (4)

such as surface plasmons and surface optical phonons, can occur,

Surface polariton dispersion curves have been measured by Marschall,

(5)

Fischer, and Quiesser for surface plasmons and by Marschall and
Fischer(e) for surface optical phonons. The surface excitation fre-
quencies can also be determined by inelastic low energy electron
scatteringf7)
The interaction of surface plasmons and surface optical phonons
in polar semiconductors has been discussed by Kheifetsss) by Chiu
and Quinnfs) and by Wallis and Briongs) Experimental studies bear-
ing on this point have been reported by Alexander et al(g) and by
1(9)

Mirlin et a In the present paper we report the results of a

theoretical investigation of magnetic field effects on interacting
surface plasmons and surface optical phonons. A treatment of mag-
netic field effects on surface plasmons alone has been given pre-

L(10) (11)

viously by Brion et a and by Chiu and Quinn.

2. Theory

We consider a semi-infinite sample of polar semiconductor with
free carriers in a simple parabolic energy band and separated from

the vacuum by a planar surface defined by x = 0. An external

o b
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magnetic field 50 is taken to lie in the x~-y plane and make an
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angle 6 with the x-axis. The wave vector 5 of the surface wave
lies in the y-z plane and makes an angle ¢ with the z-axis. The

dielectric tensor can be written in the form

4 . N
elsinze + €3cosze (63—61)sinecose —16251ne
€ = (€,~€,)sing cosg € cosze + € sinze ie,cosg | (1)
ij 3751 1 3 2
| 1€,51n6 -ig,cos6 € y,
where

€17 em{I +lud/ Gl = w7 + Cagy - ugg) /ugg - wz)]‘ ’

€y = € (ug/muZ/w? - ud),

{

ewtl - (wg/wz) + [(wgo - w%o)/(wgo - wz)]} ’

*
wz = 4rme2/m*€°° and w, = eBo/m ¢ are the plasma and cyclotron

p

frequencies, respectively, of the free carriers, and Wi o and Wro
are the long wavelength longitudinal and transverse optical phonon
frequencies, respectively, n and m* are the concentration and
effective mass of the free carriers, and €_ is the background
dielectric constant. The quantity 63 is independent of magnetic

field and is always the diagonal component parallel to the magnetic

field when the latter is parallel to a Cartesian axis.

:} The first case to be discussed is that of no retardation,

B L A B 2 Lk g 2N L %

where one can introduce a scalar potential ¢ from which the electric

field can be obtained using E = - vp. For a surface wave, we take

AL s S B ol B0 s M et
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(2a)

&= o - 3 -
E=E; exp[ ~ox + 1(kyy + k,z wt) ],

o .
Eg expla x + 1(kyy + k,z - wt)], x<0 . (2b)

The displacement D = S(w) - E satisfies the equation v - D =0,

so that for a non-trivial solution,

2 _ 2 2 .
o (ky €y * Xz S /4 ) (3a)
2 _ .2 2 _ .2
@l ky + k; =k . (3b)
The boundary conditions that the normal component of 2 and the E

tangential components of E be continuous at x = 0 lead to the

dispersion relation(ll)

sen Gy (2824 ¢ 61 - D1t - g = 1 (@

where § = sing cos (.
We have carried out specific calculations for several cases.
a. Eo 1 surface
The decay constant is specified by az = k2(61/€3), and
the dispersion relation is given by 63(61/63)% = -1. Ve see that
a surface wave can exist (a2 > 0) only if S and €3 have the same
sign, Furthermore, the dispersion relation shows that 63 must be

negative, so 61 must also be negative. In Fig. 1, we plot the .

frequencies for the coupled surface optical phonon-surface magneto-

plasmon modes as functions of applied magnetic field for the

situation where the zero field surface plasmon frequency,

A .
wgp = 0/l + (1/€_)12, is 0.8 of the surface optical phonon fre-

quency, wg,

T

L 4
o G e
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m

[wgo +((wfo - wgo)/(l + (l/Gm))]%. Also shown are

A o

bl

AR o DA




PR - e e Trramn a8 'aee e s meeae = ras el G ST
v em——— ——Cet

the frequencies for the uncoupled modes. VWe note that the inter-
action forces the dispersion curves apart in the low field region
and that the plasmon-like curve terminates at the line w = We e
At this point, W, equals the smaller of the frequencies for which -
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63 is zero. To the right o3 the line w = W, the condition that

wene) gy

Gl and 63 are both negative s no longer satisfied and no surface

plasmon exists. The phonon-tiic mode also terminates at the line

bRt e L e

w = W, s where w, is now equal ,to the higher frequency zero of 63.
To the right of w = w,, @ secona . honon-like branch starts at

W = Wpg and monotonically approaches Fha asymptoiic value Wgqe
Thus, the phonon-like mode undergoes A/&iscontinuity in crossing
the line w = Wee

A similar plot for the case wsp/wso = 1,2 is shown in Fig. 2.

The plasmon-like branch now lies -ibove the phonon-like branch, but

4

-

still terminates at the line w = W The phonon-1ik: branch again
exhibits a discontinuity in crossing the li‘ie » = w .. Tue dis-
continuity is in the opposite direction, howéver; erm that found

in the preceding case. The portion of {he phonon-lil-e branch to

E

the right of the line w = w, is relatively insensitive to the

‘,a i ue (o] ‘ w (” . bl A
sp/ SO A*‘ ‘
v >

b. B, [| surface, k || B

mu’mr g oyt

2
o}
\-ﬁ%

A}

P

.

For this case, the decay constant is specii.ed

Tk

o = kz(ea/el)’ and the dispersion relation is given by ¥
61(63/61)% = - 1, Case b is qualitatively exactly the same as

case a, and the same statements apply in both cases. Since both

S Lk b bl s

€1 and 63 must be negative, the dispersion relations, in fact, are

identical. Figures 1 and 2 are therefore applicable to case b as

well as to case a, One can write the squared decay constant and

3
3
=
g
A
=
2
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dispersion relation for both cases a and b in the common forms

2

1
a = kz(ek/é ) and € (Ek/e )2 = -1 where €, is the diagonal.

nor nor nor

component parallel to k and enor is the diagonal component normal
to the surface.

c. B, | surface, k . B,

The decay constant is simply given by a2 = k2

, and the
dispersion relation is Gl -~ (sgn k) 62 = -1, One sees immediately
that this case is nonreciprocal! - i.e., positive and negative wave
vectors of the same magnitude are inequivalent. We do not have
terminating branches as in cases a and b, since az is no longer

a function of € and 63. In Fig. 3, a plot is given of the
coupled mode frequencies as functions of applied magnetic field
for wsp/wso = 0.5. The lack of equivalence of positive and nega-
tive wave vectors is clearly evident. The positive 5 plasmon-like
mode increases in frequency nearlv linearly with field until it
approaches Weq» where it bends over and becomes a phonon-like

mode at large 5. The phonon-like mode at small 5 bends upward

and becomes a plasmon-like mode at large k. The negative k
plasmon-like mode decreases in frequency and never approaches

Wggs SO the admixture of plasmon and phonon modes is rather small
in this case. If we corsider the situation shown in Fig. 4 for

wsp/wsO = 2.0, we see that the roles of positive and negative k

are interchanged. Th: negative k plasmon-like mode now interacts

strongly with the phon.n-like mode, whereas the positive k plasmen-
like mode does not.
We now turn our attention to the case where retardation is

taken into account. For simplicity we restrict ourselves to the
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configuration B || surface, k . B,. This situation (without
phonons) has been treated by Chiu and Quinn(ll) for €, = 1 and
by Brion et al(lo) for general €_. Brion et al found that a gap
exists in the dispersion curve (w vs. 5) if the background
dielectric constant €_ and the cyclotron frequency satisfy the
inequality €, > (wg + wﬁ)%/wc' We now have a situation where a
new rciationshir, that between €, and Wss has an important bear-
ing on the results. The interacticn between surface optical
phonons and surface magnetoplasmons may be expected to lead to
interesting effects if Wgo is situated in the gap regiorn. OQne
way of viewing the situation is to regard €, as being a frequency-
dependent quantity due to phonons. In the absence of phonons,
€, arises from interband transitions and is relatively frequency-
independent in the region of interest.

The results for the dispersion curves for 5 > 0 are displayed
in Fig. 5. The interaction forces the upper and lower sections
of the magnetoplasmon dispersion curve apart. In addition, the
surface phonon dispersion curve splits into two branches. The
lower branch starts at the light line at one of the zeros of 61
and quickly flattens out at its asymptotic value for large k. The
upper branch starts at the light line at Wro and rises until it
intersecis a bulk dispersion curve, where it terminates. When
5 < 0, the surface phonon branch is a single branch starting at

the light line at Wrngy and rising to an asymptotic value.

3. Experimental Considerations
The various interaction effects exhibited by the surface

polariton dispersion curves discussed in this paper should be

i b et bl Rl
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experimentally observable using either samples with a grating

(5) (6)

ruled on the surface or attenuated total reflection.
Since high magnetic fields are required, either a Bitter magnet
or a superconducting magnet will be needed. The simplest con-
figuration is probably that of case b where B || surface and

k ” Eo’ but the other configurations should also be handleable.
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Figure Captions

Coupled mode frequencies (unretarded) in n-InSb plotted

against applied magnetic field for Eo 1 surface and

wsp/wSO = 0.8,

Coupled mode frequencies (unretarded) in n-InSb plotted

(LT A N L S N R T R A L S

against applied magnecic field for Eo 1 surface and

wsp/wSo = 1.2.

Fig. 3 Coupled mode frequencies (unretarded) in n-InSb plotted
against applied magnetic field for B, | surface,

k 1+ B, and wspA”SO = 0.5.

Fig. 4. Coupled mode frequencies (unretarded) in n-InSb plotted

against applied magnetic field for B, || surface, k1B,

and wsp/mso = 2,0,

Fig. 5. Dispersion curves for n-InSb for B, | surface, k . B,»
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and wsp/mso = 1.0,
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